
FINAL Potline Roof and Stack Total Results

Magnitude 7 Metals LLC

'

TOTALROOF LIMITLIMIT ROOFTOTAL TOTAL LIMITROOFSTACK STACKSTACK

Potline 1 POM (lbs/ton Al) FLUORIDE (lbs/ton Al)PARTICULATE (lbs/ton Al)

Start Date Run
Start 

Time

01/12/21 1 2.09:00 4.2 7.4 1.91.54.60.4 0.5

01/26/21 2 1.79:00 3.3 7.4 1.91.33.70.4 0.5

02/02/21 3 2.69:00 6.2 7.4 1.92.26.60.4 0.5

02/23/21 1 POM9:00 7.4 1.5 1.11.3 0.2

03/09/21 2 POM9:00 7.4 1.0 1.10.8 0.2

03/30/21 3 POM9:05 7.4 1.6 1.11.4 0.2

04/15/21 6 2.59:00 7.4 1.92.2 0.3

05/19/21 7 1.99:00 7.4 1.91.6 0.3

06/02/21 8 3.29:00 7.4 1.93.1 0.1

06/16/21 9 2.59:00 7.4 1.92.3 0.1

06/17/21 10 2.99:00 7.4 1.92.8 0.1

06/29/21 11 2.29:00 7.4 1.92.0 0.1

2.44.6 7.4 1.92.1Averages:   5.0 1.4 1.11.20.4 0.30.2
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FINAL Potline Roof and Stack Total Results

Magnitude 7 Metals LLC

'

TOTALROOF LIMITLIMIT ROOFTOTAL TOTAL LIMITROOFSTACK STACKSTACK

Potline 2 POM (lbs/ton Al) FLUORIDE (lbs/ton Al)PARTICULATE (lbs/ton Al)

Start Date Run
Start 

Time

01/12/21 1 1.49:05 3.1 7.4 1.91.24.00.9 0.2

01/26/21 2 1.59:05 3.2 7.4 1.91.44.20.9 0.2

02/02/21 3 1.39:30 3.0 7.4 1.91.13.90.9 0.2

02/23/21 1 POM9:05 7.4 1.1 1.10.9 0.2

03/09/21 2 POM9:05 7.4 1.5 1.11.3 0.2

03/30/21 3 POM9:10 7.4 1.2 1.11.0 0.2

04/15/21 5 POM9:05 7.4 0.8 1.10.7 0.2

05/19/21 6 POM9:05 7.4 1.1 1.10.9 0.2

1.43.1 7.4 1.91.2Averages:   4.0 1.1 1.11.00.9 0.20.2

Page 2 of 2


